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1 Details on the classified product 

1.1 Type and area of application 
 

The "wedi® building board" construction product is a XPS hard foam board that is coated on both sides. 
According to the manufacturer's information, the construction product is used for sealing in conjunction 
with tile and board coverings. 

1.2 Description of the construction product 
The "wedi® building board" construction product is described in full in the test report, which is set forth in 
Section 2.1 and forms the basis of the classification. 

There exists no European product specification for the construction product at the present time. 

2 Test reports and test results for the classification 

2.1 Test reports 

 

2.2 Test results 

Name of the laboratory Client Number of the 
test report 

Test procedure 

MPA BAU HANNOVER wedi GmbH 130531 DIN EN ISO 11925-2 

 Test results 

Test procedure Parameters Number of 
tests 

Constant 
parameters 
(average) 

Discrete 
parameters 

DIN EN ISO 11925-2 
15 s Flaming 

    

Surface flame impingement 
according to Section 7.3.3.1 

Fs ≤ 150 mm 6 - consistent 

Edge flaming according to 
Section 7.3.3.2.2 

Fs ≤ 150 mm 12 - consistent 

Edge flaming according to 
Section 7.3.3.2.3 

Fs ≤ 150 mm 6 - consistent 

Flaming 
droplets / debris 

Combustion of 
the filter paper 

24 * not 
consistent 
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3 Classification and direct area of application 
3.1 Reference 

This classification was performed in compliance with Sections 11.3 and 
14.1 of the standard DIN EN 13501-1: 2010-01. 

3.2 Classification 

In relation to its fire behaviour, the "wedi® building board" construction product is classified as follows: E 

Classification of the fire behaviour: E 

3.3 Area of application 
This classification is valid for all end application conditions. 

This classification shall remain valid for the following product parameters: 

- Nominal thickness of the construction product:  ≥ 5 mm 
 

- Bulk density of the XPS hard foam: approx. 33 kg/m3 

4 Restrictions 
The classification document does not constitute type approval or certification of the product. 

 

Hanover, 3 April 2013 
 
 

Head of the Testing Institute 

 

(ORR Dipl.-Ing. Restorff) 
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